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                          The development of poly[allylSB-co-EGDMA] beads containing a tetradentate ligand was achieved via suspension polymerization. The catalyst poly[allylSB-co-EGDMA]-VO was synthesized by reacting VIVOSO4 with poly[allylSB-co-EGDMA]. XPS and EPR were used to confirm the presence of vanadium (V4+) on the beads. The synthesized catalyst (poly[allylSB-co-EGDMA]-VO) was found to have a BET surface area of 22 m2 g−1 and porosity of 135 Å, with the atomic force microscopy (AFM) showing more insight on the porous nature of the beads. Oxidation of thiophene (TH), benzothiophene (BT), dibenzothiophene (DBT) and 4,6-dimethyldibenzothiophene (4,6-DMDBT) was carried out using tert-butyl hydroperoxide (t-BuOOH) as oxidant. An overall conversion of 60%, 82%, 98% and 87% was achieved for thiophene (TH), benzothiophene (BT), dibenzothiophene (DBT) and 4,6 dimethyldibenzothiophene (4,6-DMDBT) respectively at higher (t-BuOOH) to substrate ratio and at a temperature of 40 °C. The efficient oxidation of the various organosulfur compounds presents potential for the possible application of this catalyst in oxidative desulfurization (ODS) of crude oil.
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                          Core–shell CdTe@ZnS quantum dots capped with glutathione (CdTe@ZnS–GSH) were covalently linked to zinc octacarboxy phthalocyanine (ZnPc(COOH)8). The conjugate was characterized by UV/Vis, infrared and X-Ray photoelectron spectroscopies as well as transmission electron and atomic force microscopies. The fluorescence quantum yields of the core CdTe capped with thioglycolic acid increased upon formation of the core-shell. Upon conjugation with ZnPc(COOH)8, the fluorescence quantum yield of CdTe@ZnS–GSH decreased due to energy transfer from the latter to the Pc. The average fluorescence lifetime of the CdTe@ZnS–GSH QD also decreased upon conjugation from 26.2 to 13.3 ns.
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